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Abstract
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We engineered functional cardiac patches by seeding neonatal rat cardiomyocytes onto carbon
nanotube (CNT) incorporated photocrosslinkable gelatin methacrylate (GelMA) hydrogel. The
resulting cardiac constructs showed excellent mechanical integrity and advanced
electrophysiological functions. Specifically, myocardial tissues cultured on 50 μm thick CNTGelMA showed 3 times higher spontaneous synchronous beating rates and 85% lower excitation
threshold, compared to those cultured on pristine GelMA hydrogels. Our results indicate that the
electrically conductive and nanofibrous networks formed by CNTs within a porous gelatin
framework is the key characteristics of CNT-GelMA leading to improved cardiac cell adhesion,
organization, and cell-cell coupling. Centimeter-scale patches were released from glass substrates
to form 3D biohybrid actuators, which showed controllable linear cyclic contraction/extension,
pumping, and swimming actuations. In addition, we demonstrate for the first time that cardiac
tissues cultured on CNT-GelMA resist damage by a model cardiac inhibitor as well as a cytotoxic
compound. Therefore, incorporation of CNTs into gelatin, and potentially other biomaterials,
could be useful in creating multifunctional cardiac scaffolds for both therapeutic purposes and in
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vitro studies. These hybrid materials could also be used for neuron and other muscle cells to create
tissue constructs with improved organization, electroactivity, and mechanical integrity.
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The development of biomimetic extracellular matrices (ECMs) is of great importance in
myocardial tissue engineering.1 Macroporous scaffolds, made of either biocompatible
natural or synthetic polymers such as alginate,2 gelatin3 and poly(glycerol sebacate) (PGS),4
have been the most commonly used ECMs. Significant progress has been made in
engineering cardiac tissues on such scaffolds, with the hope to eventually develop functional
substitutes to replace damaged heart tissues. However, major challenges remain and further
improvement in biomimetic scaffold design remains an area of intensive research.
Compared to the native heart tissue microenvironments, the macroporous scaffolds possess a
few key characteristics that are “unnatural”. First, the scaffolds are electrically insulating at
biologically relevant frequencies (DC to a few Hz), while heart muscles have a DC
conductivity around 0.1 S/m and are underlined with electrically conductive purkinje
fibers.5, 6 Second, many scaffolds lack nanofiberous architectures at sub-micron scale (10 –
100 nm in diameter), which are abundant in native ECMs and play a key role in regulating
cellular behavior. Third, the scaffolds are typically mechanically weaker than the native
heart tissues. Recently, a few studies have been reported to address the “unnatural” traits of
polymer macroporous scaffolds by incorporation of nanomaterials. For example, polymers
impregnated with gold nanostructures were shown to improve electrical signal propagation
and enhance cellular excitability of both cardiomyocytes and neurons.5, 7 In addition, hybrid
materials incorporating nanofibers were shown to improve cell adhesion, viability, and
direct cells to self-assemble in three dimensions.8, 9 Each of these recent studies led to
meaningful strategies to tackle one of the three traits listed above, but not all. For instance,
Au nanowires improved electrical conductivity of alginate scaffolds, but no enhancement to
scaffold elastic modulus were observed.7 Further, nanoparticles tend to aggregate into
isolated microstructures, which might introduce stress centers leading to fracture after strong
contractile beating.
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Here, we report a hybrid scaffold, with carbon nanotubes (CNTs) homogeneously
incorporated into a gelatin derivative, which could simultaneously address the
aforementioned three drawbacks of polymer porous scaffolds while maintaining their
beneficial properties, such as high porosity, biocompatibility, and biodegradability. Due to
the fibrous morphology, high electrical conductivity, and high mechanical strength of
CNT,11 we hypothesize that CNTs can lead to extensive nanofibrous networks embedded in
the porous gelatin framework, which not only strengthen the scaffold mechanically but also
reduce the electrical impedance. 12, 13 In a recent study, CNT based polylactic acid scaffold
was shown to induce cardiac differentiation of mesenchymal stem cells (MSCs), which
indicated the possibility to promote electroactive tissue repair using CNT.14 The fractal-like
CNT networks could also alter tissue organization and phenotype. Furthermore, the
mechanically enforced scaffold could allow the fabrication and handling of ultra-thin cardiac
tissue patches, which are particularly suitable as cell delivery systems for cell therapy15 and
as soft actuators for in vitro biorobotic applications.10, 16
Gelatin, which is the denaturized collagen, contains abundant cell binding sequences and has
bioactivity similar to that of collagen.17 By addition of methacrylate (MA) to the aminecontaining side groups of gelatin, a photocrosslinkable derivative (GelMA) can be made.18
Previous work by our team demonstrated GelMA as an attractive scaffold material for
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creating micro-patternable 3D tissue constructs.19, 20 We also reported recently the
incorporation of CNT up to 0.5 mg/ml into 5% GelMA, i.e. CNT-GelMA, and showed that
CNTs enhanced the mechanical properties of GelMA hydrogels while preserving their
porosity and biodegradability, evaluated using 3T3 fibroblasts and hMSCs.21 Surface
functionalized CNTs showed no cytotoxicity22, 23 and have been explored for drug
delivery,24 imaging,25 and cancer therapy26 by various research groups. In previous studies,
solid substrates coated with pristine CNT27–29 or CNT/PLGA nanofibers9 were shown to
promote electrical signaling among cultured cardiomyocytes and neurons. Overall, existing
literature reports consistently indicate that the incorporation of CNT into GelMA can be a
promising approach to design high performance cardiac scaffold materials. In this work, we
explored CNT-GelMA hybrid gel films as pseudo-3D scaffolds with high concentrations of
CNTs (up to 5 mg/ml). The correlation between CNT concentration and physiological
characteristics of cultured cardiac tissues were systematically evaluated. Plus, we
investigated the multifunctional nature of the CNT-GelMA scaffolds, which provide
structural support to seeded cardiac cells, improve tissue morphogenesis, and act as
scavengers of free radicals30–32 to protect cultured cardiac tissues.

Results and Discussion
Fabrication and physical properties of CNT-GelMA hydrogel
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Thin films of CNT-GelMA hybrid hydrogel with a typical thickness of 50 μm were prepared
by UV irradiation of CNT-containing pre-polymer solutions sandwiched between two glass
slides. Details are presented in the Methods section and schematically illustrated in Fig. 1B
and supplementary Fig. S1. GelMA-coated CNT fibers with diameters in the range of 50 to
100 nm were shown homogeneously dispersed in the pre-polymer solution (Fig. 1C). SEM
images of gelatin film surfaces showed that CNT-GelMA had similar porosity and pore size
distribution as the pristine GelMA, but with fibrous meshworks interconnecting pores (Fig.
1D & E), which appeared similar to the purkinje fiber networks on the surface of heart
muscle fibers (Fig. 1A). The formation of the CNT meshworks can be attributed to the
crosslinking of GelMA-coated CNTs (Fig. 1D) via the acrylic groups. Higher CNT
concentrations were observed to lead to higher densities of CNT fibers (Fig. S2).
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We evaluated the physical properties, specifically compression modulus and electrical
conductivity of the CNT-GelMA hybrids. The elastic modulus of hydrogel under
compression is a key indicator of its ability to accommodate compressive strain from cardiac
beating. The incorporation of homogeneously distributed CNT meshworks in macroporous
hydrogel led to an increase in compression modulus from 10 kPa to a maximum of 32kPa
(Fig. 1F). The elastic modulus of the CNT-GelMA gels is similar to that of the adult rat right
ventricular myocardium (20±4 ~ 54±8 kPa)4 and about 10 times higher than several other
recently reported nanocomposite hydrogel systems, such as Au nanowire incorporated
alginate (3.5 kPa).7 The continuous and branched CNT meshworks likely acted as
reinforcements and therefore improved the mechanical stability of the hydrogel thin films.
However, the trend in the increase of elastic modulus was only observed up to a
concentration of 3 mg/ml. Further increase in CNT concentration led to mechanically
weaker gels. This phenomenon can be explained by the high UV light absorption of CNTs
(Fig. S1), which caused a crosslinking gradient along the depth. Current exposure condition
was optimized to maximize crosslinking at the upper portion of the 5 mg/ml thin films,
which left the lower portion inefficiently crosslinked and rendered softer gels overall.21
All hydrogels, with and without CNTs, exhibited low impedance at high frequencies (above
0.1 kHz) due to capacitive currents. At lower frequencies, which are more physiologically
relevant, the impedance of CNT-GelMA was significantly lower than that of pristine GelMA
hydrogels (Fig. 1G), a finding attributable to resistive currents through the bridging
ACS Nano. Author manuscript; available in PMC 2014 March 26.

Shin et al.

Page 4

NIH-PA Author Manuscript

nanotubes. Previous reports have shown evidence that conductive scaffolds are superior to
their more insulating polymer counterparts for improved electrical signal propagation among
cardiac cells.5, 7 Therefore, we anticipate that CNT-GelMA hybrid gels, which are not only
more electrically conductive but also stronger mechanically than GelMA hydrogels, can be a
promising new scaffold material for engineering myocardial tissues.
Cardiomyocyte viability and organization on CNT-GelMA thin films
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To assess the suitability of CNT-GelMA for the fabrication of cardiac patches, neonatal rat
cardiomyocytes were seeded on CNT-GelMA thin films. Cell adhesion, viability,
proliferation, and organization were evaluated and compared to those on pristine GelMA
hydrogel films. Still images taken one day after cell seeding and washing with culture
medium showed homogeneous and interconnected cells covering the entire area of the CNTGelMA surface, but aggregated patches of cells on the pristine GelMA surface (Fig. 2A).
The percentage cell retention and viability (day 1) on CNT-GelMA were significantly higher
than those on pristine GelMA (Fig. 2B & 2C). Overall, these results suggest that CNTGelMA is superior to pristine GelMA in terms of cell adhesion, spreading, retention, and
viability. This is an important improvement since non-transformed cells are known to have
high rate of apoptosis on soft substrates.33 Furthermore, cellular DNA contents were
measured to evaluate cell proliferation after day 1 (Fig. 2D). Normalized DNA
concentrations on day 3 and day 6 showed no significant dependence on CNT concentration.
Therefore, CNTs promoted cell spreading and elongation, but did not alter the proliferation
of impurity cells, such as the small percentage of cardiacfibroblasts typically contained in
the extracted cell population. In addition, no CNT cytotoxic effects were observed during
the 7-day culture period.
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Organization of cardiomyocytes on CNT-GelMA surface was investigated after 5 days of
culture under static conditions. Confocal fluorescence images of filamentous (F-) actin
(green) and DNA (blue) labeled cardiac cells were observed forming tissue-like 2D
constructs on both CNT-GelMA and pristine GelMA thin films (Fig. 2E). Cardiac cells on
pristine GelMA substrates were preferentially oriented in the plane of the thin film, but their
arrangement within the plane is random and with certain aggregation. In comparison,
cardiac cells on CNT-GelMA were clearly more homogeneous, intact, and locally aligned.
At high magnification, well-elongated cardiac cells and cross-striations (Fig. 2E, bottom
right, white arrows) were observed on the CNT-GelMA surface which were absent on the
pristine GelMA surface (Fig. 2E, bottom left). Local cell alignment was further quantified
by fast Fourier Transform (FFT)-based image analysis of F-actin filament orientation. More
details on the FFT analysis are available in Fig. S4. The calculated alignment indexes for
various CNT concentrations are shown in Fig. 2F. The best alignment was obtained with 3
mg/ml CNT, which is about 1.75 times of that on pristine GelMA. This result is consistent
with our previous observations of 3T3 fibroblasts encapsulated in CNT-GelMA, which also
showed partial alignment.21 The alignment index vs. CNT concentrations followed the same
trend as cell retention and compression modulus (Fig. 2B, Fig. 2F, Fig. 1F), suggesting that
cell binding, cell density, and mechanical cue could all play an important role in regulating
local cell organization in this case. Noteworthy is that surfaces with higher stiffness than 5%
GelMA can be made without CNT and simply with increased GelMA concentrations (10%,
15%), while maintaining the same degree of methacrylation.18 However, we observed no
enhancement of spreading or organization of cardiomyocytes and HUVEC18 on the surfaces
made of 10% and 15% GelMA. This partially aligned behavior of cardiomyocytes might be
related to the randomly distributed CNT meshworks in CNT-GelMA, which consisted of
nanofibers with micrometer lengths and diameters in the range of 50 to 100 nm. These
features resemble the physical traits of collagen fibrils in the native ECMs. Both randomly
oriented and aligned nanofibers have been reported to guide cell interaction and
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organization, and promote myotube striation (Fig. 2G).34 In addition, nanostructure
impregnated composite/hybrid materials were shown to regulate essential cellular functions
such as morphogenesis.2
Phenotype of the engineered 2D cardiac tissue
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On day 8, the phenotype of the in vitro cultured 2D cardiac tissues was evaluated by
immunostaining of cardiac markers, Sarcomeric α-actinin, Troponin I, and connexin 43
(Cx-43). Troponin I is involved in muscle calcium binding and contraction, while Cx-43 is
responsible for cell-cell electrical and metabolic coupling. Compared to the cardiac tissues
cultured on pristine GelMA, the 2D tissues on CNT-GelMA were shown to possess betterdefined, elongated, and more interconnected sarcomeric structures with partial uniaxial
alignment (Fig. 3A & B). Pervasive Troponin I expressions were also observed to be
significantly higher by the tissues fabricated on CNT-GelMA (Fig. 3C & D). Quantification
of α-actinin, Cx-43, and Troponin I expressions were done by western blot (Fig. 3E), which
revealed that the cardiac tissues cultured on CNT-GelMA had significantly higher levels of
α-actinin (about 3.5 times) and Troponin I (about 1.5 times) relative to the tissues grown on
pristine GelMA. The increase in Cx-43 expression, however, was only moderate. This is
different from the much-elevated Cx-43 levels observed on cardiac tissues cultured under
electrical stimulation and on other conductive scaffolds.5, 7 Comparing the confocal images
in Fig. 3A & B, we conclude that, instead of an overall higher quantity of Cx-43, the much
more homogeneously distributed Cx-43 and significantly higher number of cell-junctions
could benefit cell-cell coupling and enhance overall contractile properties of the cardiac
tissues on CNT-GelMA. This hypothesis was supported by the strong synchronous beating
observed.
Electrophysiological properties of the engineered 2D cardiac tissue
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All tissues, on either CNT-GelMA or pristine GelMA, demonstrated spontaneous
synchronous beating activity and were capable of being paced by electric field stimulation
after as few as one day of culture. Spontaneous beating rates were recorded from day 3 to
day 9 on a daily basis, as plotted in Fig. 4A. Cardiac tissues cultured on CNT-GelMA
showed a more stable spontaneous beating behavior and the beating rate was on average
(e.g. 69.8 ± 19.1 BPM on day 6) three times of those measured from tissues cultured on
pristine GelMA (22.6 ± 11.1 BPM). CNT-GelMA exhibited much better mechanical
integrity withstanding tissue contraction, as shown in the optical images taken on day 5.
While severed pieces of tissues were observed on pristine GelMA (Fig. 4B), tissues on
CNT-GelMA remained intact (Fig. 4C). Electric field stimulated contraction of the cultured
cardiac tissues (up to 3 Hz) were also recorded (Fig. 4D). Excitation thresholds were
drastically reduced by the incorporation of CNT, which were about 85% lower (Fig. 4E).
High electric potential is known to induce local pH gradient and gas generation on the
surface of electrodes in an aqueous electrolyte, which causes damage to engineered cardiac
tissues. The fact that we could control the beating behavior of cardiac tissues on CNTGelMA with a considerably lower potential is advantageous in terms of avoiding such
damage.
The overall enhanced electrophysiological functions of the CNT-GelMA-based 2D cardiac
patches could result from a combination of several properties. One is the improved physical
integrity of the CNT-GelMA thin films and thus the cardiac patches. Incorporation of CNTs
strengthened the hydrogel mechanically (from 10 kPa to 32 kPa) and improved cell
adhesion. It has been suggested that increased stiffness in this range does not directly affect
the beating behavior.35 Rather, it affected cell phenotype36 and rendered cardiac patches
with better handling ability and less prone to rupture. The second is the better electrical cellcell coupling enabled by more homogenously distributed cell-cell junctions and the
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conductive CNT meshworks. CNTs, bridging the insulating pore walls of the hydrogel,
provided additional pathways for direct electrical current flow and reduced the impedance
between cells for charge redistribution and action potential propagation. Similar mechanism
was accounted for the boost of neuronal signaling in a previous study.28 The third is that the
presence of nanofibrous CNTs promoted cardiomyocyte network, maturation and alignment
locally, as indicated by the partial alignment and cross-striation of F-actin, as well as the
elevated expression of sarcomeric α-actinin and troponin I. SEM analysis performed at high
magnification revealed that the morphologies of the cardiomyocytes cultured on CNTGelMA and pristine GelMA were distinctively different (Fig. 4F). Physical contacts between
the cell membranes and CNT nanofibers were clearly observed. On CNT-GelMA, cardiac
cells were shown to have round cell bodies, measured to be approximately 10 – 15 μm in
diameter, with nanoscale cytoplasmic prolongations adhered to CNT fibers. Both cell bodies
and prolongations could be found intruding the base CNT-GelMA films, which therefore
served as pseudo-3D scaffolds instead of 2D substrates. In contrast, cells on pristine GelMA
had round cell bodies and no prolongations (Fig. S7).
CNT-GelMA as a protective tissue scaffold material
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We explored the potential of CNT-GelMA serving as protective cardiac scaffolds, which not
only provided structural support but also prevented or reduced damage to cardiac tissues
caused by inhibitors and cytotoxic compounds. Two model drugs, heptanol and doxorubicin,
were introduced to 5-day cultures and their effects on cardiac cell beating and viability were
studied. Heptanol is a widely used reversible inhibitor of cell-to-cell coupling, which
prevents gap-junctional permeability of Ca2+ and interrupts beating propagation.37, 38 Fig.
5A shows the normalized synchronous beating amplitudes (in relation to untreated tissues of
the same type) over 30 min from the start of the heptanol (4 mM) perfusion. A rapid
disappearance of synchronous beating was observed on pristine GelMA surface within 20
minutes, while beating persisted on CNT-GelMA. With increased CNT concentrations, more
gradual disturbance to beating rhythm was observed. It took significantly longer for the
tissues on CNT-GelMA to start sporadic beating (26 – 40 min vs. 10 min) and stop beating
(40 – 65 min vs. 20 min) (Fig. 5B). In other words, cardiomyocytes on CNT-GelMA
continued to beat synchronously even after the gap-junctional beating propagation was
inhibited, indicating that the conductive CNT network played a role in propagating calcium
transient and action potential between cells, as illustrated schematically in Fig. 5C.7 The
effect of heptanol was reversible since the beating characteristics returned to initial values
after the removal of heptanol.
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Upon perfusion of 300 μM doxorubicin into the growth chamber, tissues on pristine GelMA
showed an immediate decrease (> 50%) in the beating amplitude, as well as the beating rates
(Fig. 5D, Fig. S8). Detached tissues and debris were observed after 6 hours. In contrast, the
amplitude and beat-to-beat variation of cardiac tissues on CNT-GelMA were not
significantly effected by the same concentration of doxorubicin. MTS assay showed that the
viable cell population (98.5%) on CNT-GelMA was significantly higher than that on pristine
GelMA (79.6%) (Fig. 5E), which suggests a protective role of CNT against oxidative stress.
The generation of free oxygen radicals is believed to be the main mechanism for the
cardiotoxicity of doxorubicin.39 We suspect that CNTs acted as free radical scavengers
through two mechanisms, adduct formation (covalent bonding with carbon or physisorption
on CNT surface) and neutralization through electron transfer processes, as shown
schematically in Fig. 5F.30, 31 Adduct formation would reduce the spreading of radicals, and
neutralization would reduce the activity of radicals and even facilitate breakdown of such
species, which is similar to the catalytic decomposition of H2O2 to O2 and H2O shown in a
previous report on nanoceria.32
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Interestingly, after exposure to either heptanol or doxorubicin, the tissues on 5 mg/ml CNTGelMA showed enhanced beating amplitudes and rates. Even though the exact mechanisms
causing this phenomenon demand further investigation, we suspect that this phenomenon is
correlated to the high electrical conductivity and the maximal protective effect of CNTs at a
high concentration.
CNT-GelMA based 2D cardiac patches as biohybrid actuators
In addition to their therapeutic potential, in vitro cultured cardiac tissue constructs also
showed promise in building biohybrid actuators and powering devices.40,41 So far, such
actuators have been largely limited to cell/tissue attached to highly stiff substrates, such as
silicon and PDMS, for sufficient mechanical integrity. However, high substrate rigidity has
known to affect the contractile function of cardiac tissue/cells.42 Since cardiac tissues
cultured on CNT-GelMA were observed to have enhanced mechanical integrity, drastically
lower excitation threshold, and more stable synchronous beating, we anticipate that such 2D
cardiac patches can be released to form 3D biohybrid actuators with low stiffness and
advantageous actuation behaviors, and therefore the feasibility was investigated in this
study.
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After a square-shaped patch (1 cm2) was detached from the glass substrate, it would
spontaneously adopt one of two shapes in cell medium, either tubular (rolled-up) or planar
(folded). Two tubular actuators and a triangular swimmer are shown in Fig. 6 as examples.
All actuators displayed strong spontaneous and electrically stimulated motion. The exact
mode of motion, however, differed depending on the patch thickness and the actuator’s 3D
form. Patches created on 50 μm thick CNT-GelMA rolled up tightly and showed cyclic
extension/contraction along the tube axis (Movie 1 & 2), while the thicker patches (100 μm)
showed a loosely rolled-up form and mainly cyclic roll opening/closing (i.e. pumping). The
pumping frequency was precisely controllable by applying an external electric field (1 V/
cm) at 0.5, 1, 2, and 3 Hz (Movie 3). By tracking one tip of the tubular actuator (made on a
100 μm film) over time, as plotted in Fig. 6B, we were able to study detailed frequencydependent actuation behavior. At low frequencies (0.5 and 1 Hz), large amplitude and
isolated pumping was observed following each applied pulse, and there was no overall
translocation in space. At higher frequencies (2 and 3 Hz), small and continuous pumping
was observed along with linear and rotational displacements of the sample. Higher beating
frequency led to higher displacement velocity. The triangular swimmer, on the other hand,
showed spontaneous cyclic planar extension/contraction at ~3 Hz and had a travel velocity
about 17 mm/min (Fig. 6C and Movie 4). These results suggest that CNT-GelMA based 2D
cardiac patches have great potential as biohybrid actuators, similar to the previously reported
muscular thin film actuators fabricated on much stiffer polydimethylsiloxane (PDMS) films
coated with fibronectin.41, 43 In comparison, cardiac patches cultured on pristine GelMA
ruptured after 5 days and could not generate an intact patch (Movie 5). Given its ability to
scavenge harmful toxins, its enhanced mechanical and electrical properties and its ability to
yield functional cardiac patches, we envision a wide range of applications for the engineered
CNT-GelMA films.

Conclusions
In summary, we demonstrated that the addition of multi-walled CNTs into
photocrosslinkable GelMA led to a hybrid hydrogel (CNT-GelMA) with significantly
altered electrophysiological and mechanical properties. Compression modulus and electrical
conductivity of the gels, as well as key indicators of their biocompatibility (e.g. percentage
cell retention and viability, cell alignment index), showed clear dependence on CNT
concentration. We systematically evaluated CNT-GelMA hybrid gels with 1, 3, and 5 mg/ml
CNTs, and used pristine 5% GelMA as a reference in this study. CNTs formed electrically
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conductive and collagen fibril-like nanofibers bridging pores, which mechanically
strengthened the gel, promoted cardiac cell adhesion and maturation, and improved cell-cell
electrical coupling. Cross-striation of F-actin and partial cell alignment were evident on
CNT-GelMA, but not on pristine GelMA hydrogels. Ultra-thin 2D cardiac patches
fabricated by seeding neonatal rat cardiomyocytes onto CNT-GelMA thin films showed
strong spontaneous and stimulated synchronous beating. In addition, we observed protective
effect of the CNT-GelMA scaffold against doxorubicin (cardio-toxic) and heptanol (cardioinhibitor). To our knowledge, this is the first report on a protective cardiac scaffold. When
released from glass substrates, the 2D cardiac patches (centimeter size) formed 3D soft
actuators with controllable linear contractile, pumping, and swimming actuation behaviors.
CNT concentration of 3 mg/ml led to tissues with optimal electrophysiological functions,
while 5 mg/ml showed the maximal protective effect. Compared to existing scaffold
materials, CNT-GelMA stands out for its multifunctionality. Furthermore, the evidently
strong cell-CNT interactions will allow the conductive CNT networks to be embedded into
engineered tissues after the degradation of the gelatin matrix.7, 27, 29

Experimental Methods
Materials
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Carboxyl acid group functionalized multi-walled CNT (30 ± 15 nm in diameter and 5 – 20
Ym in length, 95% purity) was purchased from NanoLab Inc. Methacrylic anhydride, gelatin
(Type A), 3-(trimethoxysily) propyl methacrylate (TMSPMA), 1-Heptanol, and doxorubicin
were purchased from Sigma-Aldrich (Wisconsin, USA). The photoinitoator, 2-hydroxy-1(4-(hydroxyethoxy) phenyl)-2-methyl-1-propanone (Irgacure 2959) was purchased from
CIBA chemical.
Methacrylated gelatin (GelMA) synthesis
GelMA was synthesized following a previously reported method with minor
modifications 18. Gelatin (10% w/v) was dissolved into Dulbecco’s phosphate buffered
saline (DPBS) at 50 °C. To modify lysine group on gelatin chains, methacrylate anhydride
(0.8 ml per gram of gelatin) was added to the gelatin solution at 50 °C. After 2hr, the
solution was diluted with DPBS to stop the reaction. To remove unreacted methacrylate
anhydride and salt, the diluted solution was dialyzed in distilled water bath for 5 days at 40
°C (molecular weight cut off: 12 – 14 kDa). This GelMA solution was filtered (0.2 μm) and
then frozen using liquid nitrogen. The frozen GelMA was lyophilized for 5 days to obtain
the white foam GelMA for future use. The degree of methacrylation, which is about 90% in
this work, was quantified by following a previously reported method using 1H NMR 18.
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Preparation of CNT-GelMA thin film
To prepare prepolymer solution, GelMA was dissolved in DPBS (2% w/v) at 50 °C for 10
min. Carboxyl acid group functionalized multi-walled CNTs (5 mg/ml) were added to the
above GelMA solution. To obtain a black ink-like solution containing GelMA-coated CNTs,
this solution was then sonicated (VCX 400, 80 W, 2 sec on and 1 sec off) for 1 h in a water
bath. A selected amount of this solution was then added to a GelMA solution (5% w/v)
containing 0.5% photoinitiator to make a pre-polymer solution for gelation, with a final
target concentration of CNTs at 0, 1, 3, and 5 mg/ml. To prepare a hydrogel thin film, 10 μL
prepolymer solution was placed between two 50 μm tall spacers, covered with TMSPMA
coated glass slide. The prepolymer solution was exposed to UV light (6.9 mW/cm2, 360–
480 nm). The transmittance of the CNT-GelMA pre-polymer solution was measured with a
UV spectrophotometer (Shimadzu, UV-2450, Japan) (Fig. S1). The UV exposure times were
optimized to be 5, 50, 80, and 120 sec for making hydrogels with 0, 1, 3, and 5 mg/ml of
CNTs respectively.
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To measure the mechanical properties of the hydrogel thin film, 150 μm thick swollen
samples in DPBS were tested on a Nano-UTM (Nano-bionix) machine. All the tests were
carried out using a spherical indenter with a radius of 1 mm to generate a maximum load of
0.3 mN at an approaching rate of 0.1 um/s. The sample size was 5 gels per group. For
impedance measurements, the hydrogel films were pressed between two gold-coated glass
slides with an a.c. bias sweeping between 40 Hz to 1 MHz. The impedance at each
frequency was recorded. The surface of the hydrogel films were examined using SEM
(Hitachi Model S4700, Japan). The SEM samples were prepared by freezing swollen
hydrogel films in liquid nitrogen followed by lyophilization. The lyophilized samples were
then coated with Pt/Pd. For SEM imaging of seeded cells on the hydrogel films,
cardiomyocytes were grown for 5 days. Before freezing sample in liquid nitrogen, the
sample was treated in glutaraldehyde solution (2.5 %) for 2 h.
Cell isolation and culture
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Neonatal rat ventricular cardiomyocytes were isolated from 2-day-old Sprague-Dawley rats
following a well-established protocol approved by the Institute’s Committee on Animal
Care.46 Cardiomyocytes were used immediately after their isolation and enrichment through
2 h pre-plating. The cardiac cells were seeded onto either GelMA or CNT-GelMA (10 mm ×
10 mm, 7.5 × 105 cells/well). The cell-seeded samples were cultured in Dulbecco’s modified
eagle medium (DMEM, Gibco, USA) containing 10 % fetal bovine serum (FBS, Gibco,
USA), 1% L-Glutamine (Gibco, USA) and 100 units/ml penicillin-streptomycin (Gibco,
USA) up to 9 days without electric field stimulation.
Cell characterization
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A Live/Dead assay (Invitrogen, USA) was used according to the manufacturer’s
instructions. To determine the viability, the fluorescence image was taken using an
fluorescence microscope (Nikon, Eclipse TE 2000U, Japan). The number of live/dead cells
were measured by ImageJ software from 10 randomly selected areas of 3 gels for each
groups. MTS assays (CellTiter 96® AQueous One Solution, Promega, USA) and DNA
quantification (Quant-iT™ PicoGreen® Invitrogen, USA) were performed according to the
manufacturer’s instructions with three samples of each group to determine the proliferation
of cells on hydrogels. To do immunocytochemistry, cultured cells were fixed in 4%
paraformaldehyde for 30 min at room temperature. After fixation, cells were treated with
0.15% Triton X-100 for 30 min. The samples were treated with Alexa Fluor 488 phalloidin
(1:40 dilution) and DAPI (1:10000 dilution) in DPBS for 40 min. And cardiac tissues were
stained with three different kinds of primary antibodies (for sarcomeric α-actinin, troponin I,
connexin 43) at 1:200 dilution in blocking buffer for 24 h at 4°C. This sample was treated
with secondary antibody (1:200 dilution) in goat serum for 40 min. After washing with
DPBS, this sample was counterstained with DAPI (1:10000) dilution in DPBS for 40 min at
room temperature. These stained samples were then imaged with an inverted laser scanning
confocal microscope (Leica SP5X MP, Germany).
Western blotting
The expression levels of the special proteins related to the contractile function of cardiac
tissue, such as connexin 43, troponin I, sarcomeric α-actinin, were quantified using Western
blot assays. The extracted proteins were size-fractioned by sodium dodecylsulfate
polyacrylamide gel electrophoresis (SDS-PAGE). This gel was transferred to nitrocellulose
membranes. And then, the membranes were treated with antibodies against corresponding
proteins and normalized against GAPDH. At least three cardiac patches were tested from
each group. Densitometric analysis was carried out using Image J analysis software (NIH).
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Electrophysiology assessment
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The microscope was equipped with a temperature control chamber at 37 °C. The image of
the cultured cardiomyocytes was acquired with a CCD camera attached to the microscope.
The beating video was obtained using a video capture program. The video sequences were
digitized at a rate of 20 frames per second. We have previously developed a image
processing program using MATLAB (MathWorks Inc., Natick, MA)45. First, the reference
image, which was taken from the first frame, and the images from consecutive frames were
transformed to binary images and stored as two different matrices. To obtain an image
difference matrix, we subtracted each consecutive frame image matrix from the reference
image matrix after transformation. The image difference value was summed from the
absolute values of each elements in the image difference matrix. Larger difference value of
the image reflects greater change between the reference and the consecutive frame images.
The sample size was 6 gels per group for spontaneous beating analysis.
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We used a modified carbon electrode system based on established protocols 46 to assess the
response of cardiomyocytes to electric field stimulation. The electric pulse generator applied
biphasic square waveforms with 50ms pulses of 0–7 V/cm at 0.5, 1, 2 and 3 Hz to a sample
positioned between two carbon electrodes within test chamber. We decided the excitation
threshold which is the minimum voltage observed to initiate synchronous contractions at
each frequency. The video was recorded using 20 frames per second video camera (Sony
XCD-X710) and a microscope (Nikon, Eclipse TE 2000U, Japan) at 10 x magnification.
To assess the effects of drugs, 4mM 1-Heptanol and 300 μM Doxorubicin were dissolved in
culture medium and added to the cultured cardiomyocyte samples. The changes in beating
amplitude, beating rate, and beat-to-beat variation were measured by video image-based
analysis every 2 min. Control experiments were performed before the introduction of drugs.
We normalized the parameters obtained from the samples treated with the drugs to the
values obtained from the control samples. The result was obtained from 3 gels per group.
Study of biohybrid actuators
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The 2D cardiac patches would be naturally released after 7 to 8 days of culturing. To
measure actuation behavior, the biohybrid actuators were conducted at room temperature (~
20 °C) in culture medium. Movies of biohybrid actuators were taken with a Panasonic HDCHS9 digital camera capable of video recording (1920 × 1080 pixels, 24 fps). To control
actuation, the electric pulse generator applied biphasic square wave forms with 50ms pulses
of 1 V/cm at 0.5, 1, 2 and 3 Hz to a sample placed between two platinum wire electrodes
(spacing ~3cm) in culture medium. Analysis of actuation was performed in a postprocessing step by tracking the frame-to-frame displacement with a image processing
software. The conversion factor from pixels to micrometers was calculated for each video
clip using the millimeter ruler included in the field of view for calibration.
Statistical analysis
To analyze statistical significance, we used a one-way ANOVA where appropriate
(GraphPad Prism 5.02, GraphPad Software). Error bar represents the mean ± standard
deviation (SD) of measurements performed on each sample groups. To determine whether a
significant difference exists between specific treatments, we used Tukey’s multiple
comparison tests (p<0.05).
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Figure 1. Structural, physical and electrical characteristics of CNT-GelMA hydrogels
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A) Schematic diagram illustrating the isolated heart conduction systems showing the
purkinje which are located in the inner ventricular walls of the heart. Heart muscle with
purkinje fiber networks on the surface of the heart muscle fibers. B) Preparation procedure
of fractal-like CNT networks embedded in GelMA hydrogel. C) TEM image of GelMA
coated CNTs. D) SEM images show porous surfaces of a 1 mg/ml CNT-GelMA thin film.
Magnified image shows nanofibrous networks across and inside a porous structure. E) SEM
images of pristine 5% GelMA. F) The elastic modulus of CNT-GelMA under compression
at fully swollen state varies significantly with CNT concentration (*p < 0.05). G) Overall
impedance of a 50 μm-thick hydrogel thin film decreased drastically with increased CNT
concentrations.
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Figure 2. Improved cardiac cell adhesion, maturation, and alignment on CNT-GelMA
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A) Optical images of cardiomyocytes (day 1) revealed better cell retention and more
homogeneous seeding on CNT-GelMA than on pristine GelMA. B) Percentage cell retention
and C) viability one day after cell seeding on hydrogel surfaces showed strong dependence
on CNT concentration (*p < 0.05). D) Normalized DNA quantities on day 3 and day 6 were
not obviously affected by CNT concentration. E) Confocal images of cardiomyocytes after
culturing for 5-days on pristine GelMA and 1 mg/ml CNT-GelMA revealed more uniform
cell distribution and partial cell alignment on CNT-GelMA. F-actin and cell nuclei were
labeled fluorescent green and blue respectively. Insets are corresponding FFT images.
Higher-magnification images showed well-elongated cardiac cells and well-developed Factin cross-striations (bottom right, white arrows) on CNT-GelMA, but not on pristine
GelMA (bottom left). F) Alignment index derived from FFT images showed strong
dependence on CNT concentrations (*p < 0.05). G) Stretching force resulted from strong
cell-CNT interactions could affect cardiomyocyte organization and promote myotube
striation.
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Figure 3. Phenotype of cardiac cells on CNT-GelMA hydrogels
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Immunostaining of sarcomeric α-actinin (green), nuclei (blue), and Cx-43 (red) revealed
that cardiac tissues (8-day culture) on A) pristine GelMA and B) CNT-GelMA were
phenotypically different. Partial uniaxial sarcomere alignment and interconnected
sarcomeric structure with robust intercellular junctions were observed on CNT-GelMA.
Immunostaining of Troponin I (green) and nuclei (blue) showed much less and more
aggregated Troponin I presence on C) pristine GelMA than on D) CNT-GelMA. E)
Quantification of α-actinin, Cx-43, Troponin I expression by western blot (*p < 0.05).
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Figure 4. Improved mechanical integrity and advanced electrophysiological functions of cardiac
tissues on CNT-GelMA
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A) Spontaneous beating rates of cardiac tissues recorded from day 3 to day 9 on a daily
basis. Phase contrast images showed cardiac tissues ruptured on B) pristine GelMA but
intact on C) CNT-GelMA on day 5. D) Recording of synchronous beating signal of a tissue
sample cultured on 1 mg/ml CNT-GelMA in response to applied external electric field at
0.5, 1, and 2 Hz. E) Excitation threshold of cardiac tissues on CNT-GelMA was 85% lower
than that on pristine GelMA. F) SEM image shows morphology of cardiac cells cultured on
CNT-GelMA. Red arrow: cytoplasmic prolongations adhered to CNT fibers; Yellow arrows:
flat cell bodies.
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Figure 5. CNT protected cardiac tissues against damages by heptanol and doxorubicin
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Plots of spontaneous synchronous beating amplitude of cardiac tissues (5-day culture) on
hydrogels with 0, 1, 3, 5 mg/ml CNTs over time in response to A) 4 mM heptanol and D)
300 μM doxorubicin. B) Time lapse before sporadic beating and stop beating induced by
heptanol (*p < 0.05). C) Schematic illustration of alternative electric signal propagation
through CNT networks after inhibition of direct intercellular gap junctions by heptanol. E)
MTS data quantifying cell viability after 6 h exposure to doxorubicin (*p < 0.05). F)
Proposed mechanisms for CNT to protect cardiac cells from damages caused by free oxygen
radicals.
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Figure 6. Engineered cardiac patches form free-standing 3D biohybrid actuators

A) Schematic drawing of tubular actuators (tightly and loosely rolled-up forms) and their
corresponding beating directions (red arrow), along with optical images of two samples.
Scale bar is 5mm. B) The displacement of the tubular actuator (yellow circled tip in a) over
time under electrical stimulation (Square wave form, 1 V/cm, Frequency: 0.5 Hz – 3 Hz,
50ms pulse width). C) Spontaneous linear travelling of a triangular swimmer, as shown in
optical images (at 0 and 7 secs) and the displacement vs. time plot. Ruler marking in b) is
1mm.
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